
 

 

 

LAMPIRAN 

 

Lampiran 1. Dokumentasi Stir Casting 
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 a) Pengukuran Hasil Stir Casting (Spesimen 1) 

 

  

 

 

 b) Pengukuran Hasil Stir Casting (Spesimen 2) 
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 c) Pengukuran Hasil Stir Casting (Spesimen 3) 
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Lampiran 2. Dokumentasi Thixoforming 

   

   

 

 a)   Pengukuran hasil thixoforming (Spesimen 1) 
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 b)   Pengukuran hasil thixoforming (Spesimen 2) 
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 c)   Pengukuran hasil thixoforming (Spesimen 3) 
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Lampiran 3. Dokumentasi Rolling 

1. Dokumentasi alat dan identifikasi sampel 

   

 

2. Ketebalan Sebelum Rolling 

a) Spesimen 1 
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b)   Spesimen 2 

 

   

   

 

c)   Spesimen 3 
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3. Ketebalan Sesudah Rolling 

a)   Spesimen 1 
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 b)   Spesimen 2 

 

   

   

 

 c)   Spesimen 3 
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Lampiran 4. Dokumentasi Perlakuan Panas dan Artificial Aging 

1. Proses Solutioning 

   

   

 

2. Proses Artificial Aging 
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Lampiran 5. Hasil Uji Kekerasan 

1. Sampel yang diuji 

   

2. Hasil Uji Kekerasan (Reduksi 10%) 

   

3. Hasil Uji Kekerasan (Reduksi 5%) 

   

4. Hasil Uji Kekerasan (Reduksi 15%) 
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5. Hasil Uji Kekerasan AA 6061 Cast 
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Lampiran 6. Hasil Uji Impak 

1. Spesimen Uji Impak  

       5%            10%      15% 

   

   

   

 

2. Hasil Uji Impak (Reduksi 5%) 
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3. Hasil Uji Impak (Reduksi 10%) 

   

 

4. Hasil Uji Impak (Reduksi 15%) 

   

 

5. Hasil Uji Impak AA 6061 Cast 
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Lampiran 7. Hasil Uji SEM & EDX 

 

Test Report 

ENERGY DISPERSIVE X-RAY (EDX) – SPECTRUM 

Name of Sample Komposit Aluminium Al 6061 + Alumina Al2O3 

User Name Ghifari Arifianto 

Name of the Test SEM-EDX  

Test Date September 03, 2024 

 

Test Conditions 

 

Parameters 
Voltage 10kV 

Magnification 500, 1000, 2500, 5000 

Preparation No Coating, Alumina Polishing 

 

Test Runs Image 
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Figure 1. Al 6061 + Al2O3 10% 

 

Spectrum 1     

Element Line Type Weight % Weight % 

Sigma 

Atomic % 

O K series 10.39 0.08 16.50 

Mg K series 0.67 0.03 0.70 

Al K series 85.10 0.20 80.13 

Si K series 2.05 0.04 1.86 

Mn L series 0.00 0.36 0.00 

Fe L series 1.78 0.21 0.81 

Total  100.00  100.00 
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Figure 2. Al 6061 + Al2O3 5% 

 
Spectrum 1     

Element Line Type Weight % Weight % 

Sigma 

Atomic % 

O K series 11.23 0.17 17.68 

Mg K series 0.68 0.05 0.70 

Al K series 83.97 0.68 78.42 

Si K series 2.98 0.09 2.67 

Mn L series 0.66 0.67 0.30 

Fe L series 0.49 0.40 0.22 

Total  100.00  100.00 



80 

 

 

 

 

 



81 

 

 

 

 

Figure 3. Al 6061 + Al2O3 15% 

 

Spectrum 1     

Element Line Type Weight % Weight % 

Sigma 

Atomic % 

O K series 10.62 0.15 16.83 

Mg K series 0.63 0.05 0.66 

Al K series 83.87 0.64 78.82 

Si K series 3.28 0.09 2.96 

Mn L series 0.34 0.64 0.16 

Fe L series 1.26 0.37 0.57 

Total  100.00  100.00 
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Lampiran 8. Invoice Pembelian Bahan 

1. Alumina 

 

 

2. Aluminium Al 6061 

 


