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Dokumentasi Stir casting
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Dokumentasi Pengamatan Struktur Mikro
SEM fraksi berat 5%

ity " i £ 3 L - L5
10 prm* EHT = 10.00 kV Signal A= SE1 Date: 6 Sep 2024 ZEISS|
WD =9.22 mm Mag= 100KX Time. 15:30:15




4um* EHT = 10.00 kV Signal A= SE1 Date: 6 Sep 2024
'_| WD =9.21 mm Mag= 250KX Time. 15:39:44

2 pm* EHT = 10.00 kV Signal A =SE1 Date: 6 Sep 2024
WD =29.21 mm Mag= 500KX Time: 15:41:31

EDS fraksi berat 5%

EDS Layered Image 1

25pm



Al Kal
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Mg Kal,2 Si Kal

Spectrum 1
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SEM fraksi berat 7%

s

10 pm* EHT = 10.00kV Signal A= SE1 Date: 6 Sep 2024
| — WD =6.42 mm Mag= 1.00KX Time: 15:45:36




4

4y EHT = 10.00 kv Signal A= SE1 Date: 6 Sep 2024
WD =642 mm Mag= 250KX Time: 15.54:35

2 pm* EHT = 10.00 kV Signal A = SE1 Date: 3 Sep 2024 ﬂ

WD = 11.06 mm Mag= 500KX Time: 16:45:19

EDS fraksi berat 7%

EDS Layered Image 1
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Si Kal Mg Kal,2
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10 prm* EHT = 10.00 kV Signal A = SE1 Date: 6 Sep 2024
F— WD = 8.60 mm Mag= 1.00KX Time: 15:08:54




4um* EHT= 10,00 kV Signal A= SE1 Date: 6 Sep 2024
WD = 8.60 mm Mag= 250KX Time. 15:20:57

2 EAT=10.00kV Signal A =SE1 Date: 6 Sep 2024
F— WD = 860 mm Meg= 5.00KX Time: 15:24:14

EDS fraksi berat 10%

EDS Layered Image 1




Mg Kal,2 Si Kal
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